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product includes the reaction product of a first polymer that
includes at least one of polypropylene homopolymer and
polypropylene-alpha-olefin copolymer, a first wax that
includes at least one of polyethylene wax. Fischer Tropsch
wax and paraflin wax, and a Iree radical initiator and has a
viscosity of no greater than 12,000 centipoise at 177° C.
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